Stibine
Sh,S;
Mineralogical Groupsulfide (11-2-11)

S environment:
Crystal systemorthor hombic (Pbnm)

Origin: synthetic
Chemical composition:

Preparation of sampleowder

Crystallinity state:

Acquisition modefluorescence
Date of acquisitioni7/04/2005

X-ray absorption data (normalized}ibine_fluo_norm.dat

Calibration with CaS®
Max of the “white-line” (s» p electronic transition) a2.4825 KeV

Contact persorM arine Cotte

Author Cotte, Susini, Metrich et al.
JournalAnalytical Chemistry, Vol.78(21), 2006: 7484-7492
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